
  

    

 

 

TEST REPORT 
 

DATE:  04-08-2025 Page 1 of 1 TEST NUMBER:  0316783   

CLIENT Joy Carpets & Co 

    

TEST METHOD CONDUCTED 

CPSC-CH-C1001-09.4 Standard Test Method for Determining 

Ortho-Phthalate Concentration in Flooring Containing Polyvinyl 

Chloride  

    

  DESCRIPTION OF TEST SAMPLE 

IDENTIFICATION Joy In A Box® Sitting Squares 

COLOR Multi 

CONSTRUCTION Machine Tufted Cut Pile 

FIBER Nylon 

BACKING StayFlex™ Washable, Non-Skid 

REFERENCE PO #ND032025 

 

PRINCIPLE 

 

 The submitted material was tested via CPSC-CH-C1001-09.4 in order to determine the level of 

phthalate compounds present in the material.  The specimen was tested in duplicate.   

 

TEST RESULTS 

 

COMPOUND RESULT 

Bis (2-ethylhexyl) Phthalate (DEHP) N.D. 
Butyl Benzyl Phthalate (BBP) N.D. 
Di Isodecyl Phthalate (DIDP) N.D. 
Di Isononyl Phthalate (DINP) N.D. 
Di-N-Butyl Phthalate (DNBP) N.D. 
Di-N-Hexyl phthalate (DNHP) N.D. 
Di-N-Octylphthalate (DNOP) N.D. 
Di-N-Pentyl Phthalate (DPENP) N.D. 
Dicyclohexyl Phthalate (DCHP) N.D. 
Diisobutyl Phthalate (DIBP) N.D. 

 

COMMENTS 

N.D.-None Detected < 50 ppm 

 

This material meets the CPSIA Guidelines as specified. 

  
 

 


