
 

  

 

 

TEST REPORT 

 
DATE:  04-08-2025 Page 1 of 1 TEST NUMBER: 0316780 

CLIENT Joy Carpets & Co 

    

TEST METHOD CONDUCTED 
CPSC-CH-E1002-08.3 Heavy Metal Content Analysis via ASTM 

F963 Section 8.3  

    

  DESCRIPTION OF TEST SAMPLE 

IDENTIFICATION Just Kidding Carpet 

COLOR Very Violet 

CONSTRUCTION Machine Tufted Cut Pile 

FIBER 100% BCF Recycled PET Polyester 

BACKING Woven Synthetic 

REFERENCE PO #ND032025 
 

 

GENERAL PRINCIPLE 

 

The submitted sample was digested and subsequently tested for the presence and quantification 

of the listed heavy metals via ICP Scan.  Mercury was determined by method 7471B. 

 

 

TEST RESULTS 

 

Heavy Metal Quantity 

Antimony (Sb) None Detected 

Arsenic (As) None Detected 

Barium (Ba) None Detected 

Cadmium (Cd) None Detected 

Chromium (Cr) None Detected 

Lead (Pb) None Detected 

Selenium (Se) None Detected 

Silver (Ag) None Detected 

Mercury (Hg) None Detected 

Hexavalent Chromium None Detected 

 

Machine Detection Limit= 0.25 ppm 

 
 


